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Blm‘dar-(,'legg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303?93&1404

Geochemical
Lab Report

BROHM MINING CORP.
MR+ JIN BARRON
P.0. ROX 485

DEADWOODs 8D
37732




Bonkdar-Clegg, Inc. Geochemical
12960 West Cedar Dr.

Lak&ood, Colorado 80228 Lab Report
i BONDAR-CLEGG

REPORT: 098-1623 ( COMPLETE )

REFERENCE INFO! NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT? NONE LISTED

SURMITTEDR BY: J. BARRON
DATE PRINTER: 21-DEC-88

NUMBER OF LOVER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 13 0,002 OPT Fire Assay
g SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
i D DRILL CORE 13 2 -150 13 Assay Prep 13
Sample Pickup i

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR, JIM BARRON
MR. JIN BARRON

INVOICE TO: MR. JIM BARRON




na-‘u-r-cug, Inc.

Geochemical
12999 West Cedar Dr.
Lak¢jood, Colorado 80228 Bc Lab Report
(33)
BONDAR-CLEGG
'REPORT! 098-1623 PROJECT! NONE LISTED PAGE 1
 SAPLE ELEMENT  Au
NUMBER UNITS  OPT
D2 RBE-522-0-5 <0,002
12 R8B-522-5-10 0,002
D2 R88-522-10-15 <0,002
12 R88-522-15-20 0,002
1 D2 R88-522-20-25 0,002
12 RES8-522-25-30 0,002
D2 REE-522-30-35 €0,002
| 12 RB8-522-35-40 <0,002
D2 R88-522-40-45 £0,002
12 R88-522-45-50 0,002
| D2 RE8-522-50-55 €0,002
{ D2 R88-522-55-40 0,002
{ D2 R88-522-40-45 €0,002 /




Bondar Inc.
12980 West Cedar Dr.
Lakewood; Colorado 80228
(303) 9894404

B

BROHN MINING CORP.
MR, JIN BARRON
P.0. BOX 485

DEADNOOD, SD
L9732




Bondar-Ulegg, Inc. Geochemical
12980 West Cedar Dr.
Labfociad, Colorado M28 Bc Lab Report
(303) 989-1404
BONDAR-CLEGG
REPORT: 098-1626 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP, SUBNITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 21-DEC-88
NUMBER OF LOVER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION KETHOD
‘ 1 A Gold 60 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SAMPLE PREPARATIONS NUMBER
|
| D DRILL CORE 60 2 -150 60 Assay Prep 60
| Excessive Wetness 1362
Saerle Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIN BARRON

HR. —JIN BARRON




Bondar (leg, Inc. Geochemical
12980 Yyest Cedar Dr.

Lakewood, Colorado 80228 Lab Report
(303) 989-1404

BONDAR-CLEGG
REPORT: 098-1826 PROJECT: NONE LISTED PAGE
SAMPLE ELEMENT Au SANPLE ELEMENT Au
~ NUMBER UNITS OPT NUMBER UNITS OPT
b2 RB8-522-65-70 0,004 D2 R88-522-265-270 <0.002
D2 R88-522-70-75 0,005 D2 R88-522-270-275 0.004
D2 R88-522-75-80 £0.002 D2 Re8-522-275-280 €0.002
02 R88-522-80-83 €0.002 D2 R88-522-280-285 0,003
D2 R88-522-85-90 €0.002 D2 Re8-522-285-29¢0 0,004
D2 R88-522-90-95 €0.002 D2 R88-522-290-295 0.003
02 R88-522-95-100 €0.002 02 R88-522-295-300 <0,002
D2 R88-522-100-1035 0,009 D2 RB8-522-300-305 <0,002
02 R8E-522-105-110 0.003 02 R88-522-305-310 €0.002
D2 R88-522-110-115 0,006 D2 R88-522-310-315 <0.,002
D2 R88-522-115-120 €0.002 D2 R88-522-315-320 €0.002
D2 R88-522-120-125 0.003 D2 R88-522-320-325 <0002
D2 R88-522-125-130 0,004 D2 R88-522-325-330 €0.002
02 RE8-522-130-135 0,006 D2 R88-522-330-335 <0.002
D2 R88-522-135-140 0,006 D2 R88-522-335-340 €0.002
D2 RB88-522-140-145 0,009 D2 R88-522-340-345 0,003
D2 R88-522-145-150 €0.002 D2 R88-522-345-350 €0.002 -
D2 R88-522-150-155 €0.002 02 R88-522-350-355 €0,002
02 R88-522-135-160 €0,002 D2 R88-522-355-340 €0.002
D2 RB8-522-160-145 <0.002 D2 R88-522-360-365 €0.002

D2 R88-522-165-170 €0.002
D2 R88-522-170-175 0,002
D2 R88-522-175-180 €0.002
12 RB8-522-180-185 <0.002
D2 R8B-522-185-190 <0,002
02 R88-522-190-195 <0.002
D2 R88-522-195-200 €0.002

. D2 R88-522-200-205 <0.002
D2 R88-522-205-210 <0,002
2 R88-522-210-215 €0.002

D2 RB8-522-215-220 <0,002
D2 R88-522-220-225 0.008
D2 R88-522-225-230 0,004
D2 R88-522-230-235 0.003
02 RB8-522-235-240 0,006
D2 R88-522-240-245 0.005
D2 RB8-522-245-250 0,004
D2 R88-522-250-235 0.003
D2 RB8-522-235-260 0.003

D2 R88-522-260-265 0,005




Bondar-Clegg, Inc.

12980 West Cédar Dr.
Lakew6od, Colorado 80228
(303) 989;1404

BROHN MINING CORF.
MR. JIN RARRON
P.0. BOX 485
DEADMOODs SD
37732




Bondar-Clagg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-4404

BC

| REPORT: 098-1628 ( COMPLETE )

Geochemical
Lab Report

REFERENCE INFO! NONE LISTED

| CLIENT: BROHM MINING CORF,
| PROJECT: NONE LISTER

SUBNITTEDR RY? J. BARRON
PATE PRINTEDR? 21-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 21 0,002 OPT Fire Assay
|
’ SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 21 2 ~1580 21 Assay Prer 21
Excessive Wetness 357
Samrle Pickup 1

REMARKS! FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO! MR, JIM BARRON

HE. JIX BARRON




-Clegg, . Geochemical
12980 West Cedar Dr,
Lakewood, Colorado 80228 Lab Report
e BONDAR-CLEGG
REPORT: 098-1628 PROJECT: NONE LISTED PAGE_ 1
SANPLE ELENENT  Au
HUKBER UNITS  OFT
D2 REE-S2-345-370  <0,002
12 RES-S2-370-375 40,002
D2 RES-S22-375-380 €002
02 RB-522-380-385 40,002
12 R88-522-385-390 0,004
| D2 R8B-522-390-395 40,002
12 RES-522-395-400 0,004
D2 RBB-522-400-405  <0,002
12 RE-522-405-410  <0,002
D2 RSB-S22-410-415  <0,002
D2 RE8-522-415-420 <0,002
02 REB-522-420-425 {0,002
D2 REE-522-425-430 <0002
D2 REE-522-430-435  <0,002
12 REE-522-435-440  <0,002
|
D2 REB-522-440-445  <0,002
02 REE-S22-445-450 0,002
D2 RBB-S22-450-455  <0,002
02 REB-522-455-460 0,002
12 RBE-522-460-465  <0,002

D2 RBB8-522-465-470

<0.002
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Bondar-€legg, Inc.
12980 Wyst Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Lab Report

. BROHM MINING CORP.
- MR, JIN BARRON
P.0, BOX 485

DEADWOQDs SD
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr,
Lakewood, Colorado 80228 Lab Report

. BONDAR-CLEGG
REPORT: 098-1629 ( COMPLETE ) ] REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 21-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 11 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE 11 2 -150 11 Assay Prer 11
Excessive Wetness 217
Saarle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTER.

REPORT COPIES TO! MR. JIM BARROMN INVOICE TO: MR. JIN BARRON

MR, JTH BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 9894404
BONDAR-CLEGG

REPORT: 098-1429 PROJECTS NONE LISTED PAGE 1

SANPLE ELENENT  Au

NUMBER UNITS  OPT

D2 R88-522-470-475 €0,002

D2 RE8-522-475-480 €0,002

12 R88-522-480-485 €0,002

D2 R8-522-485-490 <0.002

02 R8-522-490-495 40,002

D2 R88-522-495-500 40,002

D2 R88-522-500-505 €0,002

D2 R88-522-505-510 £0,002

12 R88-522-510-515 €0,002

D2 R88-522-515-520 €0,002

D2 R88-522-520-525 €0,002




LAB. REPORT NO.

E BONDAR-CLEGG INC.

129880 W. CEDAR DR, LAKEWD0OD, CO. PHONE: S89-1104 TELEX:45-693
SAMPLE SHIPMENT NOTICE

Date Shipped A { ¢ Via [] Prepaid or [ Collect

# Parcels in Shipment ‘ TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME ___ L/ PHONE NUMBER PROJECT NAME OR NUMBER

Sall'am ammw Cu Pb Zn Mo Ag Cd Ni E(%EM'E:T FSQTOB‘BE‘?NA&YZ&D F Au As Hg Sn Sb Ba|E spec wl::n oce gf:t

F

'] assay (%, ore grade) O (prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) a unprepared
[0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[J DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
‘[] RETURN COD AFTER ANALYSIS COMPLETE /O RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS. INVOICES AND SAMPLES TO BE SENT TO:
[1 Results & [1 Results
0 Invoices / O Invoices
1 Pulps O Pulps
[0 Rejects [J Rejects
[0 Results (] Results
0 Invoice 0 Invoice
0 Pulps 0O Pulps
[0 Rejects O Rejects

CLIENT'S COPY




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or [0 Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME ~___PHONE NUMBER PROJECT NAME OR NUMBER
Sarn;::u San:'ms SIMI(DISG“P::‘I;IDMS Cu Pb Zn Mo Ag Cd Ni EéEM'EI?‘HFseTOmBE\fNAlIIYZ&D F Au As Hg Sn Sb Ba|E spec A':t'xg;:n ocP grset

b

[ assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
1 geochemical (ppm, trace level) 0 unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[] DISCARD AFTER ANALYSIS COMPLETE [J DISCARD AFTER ANALYSIS COMPLETE
0 RETURN COD AFTER ANALYSIS COMPLETE {1 RETURN COD AFTER ANALYSIS COMPLETE
[J STORE 60 DAYS-DISCARD 0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
[ Results 1 Results
O Invoices 0 Invoices
O Pulps [J Pulps
O Rejects [0 Rejects
] Results [0 Results
O Invoice 1 Invoice
O Pulps O Pulps
[0 Rejects [J Rejects

CLIENT'S COPY





